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This paper presents a switching circuit for high breakdown-voltage Ga2O3 vertical Schottky rectifiers. Field-plated edge-terminated
(FPET) vertical Schottky diodes were fabricated on a 20-µm thick Si-doped n-type Ga2O3 drift layer which was grown on the 650-
µm thick �-Ga2O3 substrate via halide vapor phase epitaxy (HVPE). The measured reverse recovery time of the proposed Ga2O3
Schottky diode was 81 ns when switched to a reverse bias voltage of �900 V. The implementation of a switching circuit with the
novel Ga2O3 diode is the first demonstrated at such a high switching voltage. This paper also provides insights for the practical
implementation of the Ga2O3 vertical Schottky rectifiers from device fabrication to circuit design.
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Figure 1. (a) Schematic of field-plated edge-terminated Ga2O3 vertical geom-
etry Ni/Au Schottky rectifier structure with a 20-µm drift layer (b) micrograph
of the fabricated Ga2O3 diode.

an Sn-doped Ga2O3 single crystal wafer with (001) surface orientation
grown by the edge-defined film-fed method with a carrier concentra-
tion of 3.6 × 1018 cm�3. A back side ohmic contact was formed with
electron beam deposited Ti/Au followed by rapid thermal annealing at
550°C for 30 seconds in nitrogen (N2). Next, 40 nm of SiO2 and 360 nm
of SiNx were deposited as dielectric layers. Dielectric contact windows
were opened with buffered oxide etchant (BOE). E-beam evaporated
Ni/Au (80/420 nm) metallization was used for the Schottky contacts,
which overlapped the dielectric windows by 10 µm. Figure 1 shows a
cross-sectional schematic and micrograph of the FPET rectifiers with
a dielectric window opening of 400 µm × 400 µm.

An Agilent 4156C was used to measure the diode DC character-
istics up to the equipment’s voltage and current limits of 100 V and
100 mA, respectively. Beyond these limits, a Tektronix 370A curve
tracer was used to measure the reverse breakdown voltage. A current
probe along with a Micsig (DP10013) differential probe were used
to characterize the diode switching characteristics. Figure 2a shows
the forward-biased diode characteristics that were measured from a
0–1.5 V bias voltage. The extrapolated Schottky barrier height (�b)
and ideality factors were 1.05 eV and 1.03, respectively, consistent
with reported values.14 The carrier concentration in the drift region
was calculated from capacitance-voltage measurements to be 2.01 ×
1015 cm�3. The diode on-state resistance was 18.2 mΩ-cm2, which
yields a figure of merit (VB

2/RON) value of 159 MW-cm�2. Figure 2b
shows the diode reverse characteristics with a reverse breakdown volt-
age of 1711 V. This high breakdown voltage offers an opportunity for
high-voltage power switching applications, such as AC-DC converters
and automotive chargers.

Modeling for High-Voltage Ga2O3 Vertical Schottky Rectifiers

Based on the current-voltage (I-V) characteristics, essential SPICE
parameters of the fabricated Ga2O3 diode can be extracted for de-
vice modeling with a computer-aided design (CAD) tool. The for-
ward I-V characteristics for these Schottky contacts on a moder-
ately doped drift region were modeled using the thermionic emission
model:

I = Isexp
(

eV
nkT

) ⌊
1 � exp

(
�

eV
nkT

) ⌋
, [1]

where e is the electronic charge, k is Boltzmann’s constant, n is the
ideality factor, T is the temperature, and Is is the saturation current.
The saturation current (Is) is given by

Is = AA��T 2 exp (�b) /kT [2]

where A is the Schottky contact area, A�� is the Richardson constant,
and �b is the Schottky barrier height. The effective Richardson con-

Figure 2. (a) Forward and (b) reverse current density-voltage characteristic for
a Ga2O3 field-plated rectifier with a breakdown voltage of 1711 V for device
size of 0.4 cm × 0.4 cm.

stant for Ga2O3 has been reported in Ref. 29. In this study, a Richard-
son constant of 43.35 A.cm�2.k�2 was used for calculation of the
Schottky barrier heights and ideality factors, and the extrapolation
method for these calculations was described by Cheung et al.30

In addition to the static I-V response, dynamic switching character-
istics are essential in the power rectifier design. A Ga2O3 diode takes
a finite time to transit from the reverse bias (off state) to forward bias
(on state) state and vice versa. This behavior is crucial for high-power
systems since the power loss in the transitions is the significant loss
of the switching behavior. A Ga2O3 Schottky diode has a minimal
current overshoot during the switch from forward-biased conduction
to the reverse blocking state because the reverse recovery time only
depends on the capacitance, rather than on the minority carrier recom-
bination. However, measuring fast response times at a high reverse
voltage remains challenging. Therefore, due to the limitations of the
available high-speed and high-voltage measurement instrument, a fast
switching circuit was used to verify the Ga2O3 rectifier operation in
high reverse voltage situations.

Circuit Implementation and Design Considerations for
Fast-Switching Ga2O3 Diodes

Figure 3a shows the schematic of the rectifier circuit, which
consists of an inductor (J.W. Miller 1140–153K-RC, 15 mH), a
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Figure 3. (a) Schematic of switching circuitry (b) voltage and current wave-
forms of the circuit operations

900 V Ga2O3 rectifier, and a power transistor (STMicroelectron-
ics STW9N150, 1.5 kV, 8A n-channel MOSFET) controlled by a
pulse signal. Figure 3b shows the operational waveforms of the
switching circuit. At startup (region 1), the inductor is charged
from the DC power supply to accumulate energy by turning on
the power switching transistor. The inductor current can be derived
as follows:

IL (t ) =
1
L

∫ t

0
Vsd� + I0, 0 � t < DTs [3]

where L is the inductance, Vs is the supply voltage, D is the duty
cycle of the control signal, and Ts is the period of the control signal.
When the power transistor turns off (region 2), the inductor current
is discharged through the forward-biased rectifier. The voltage across

the diode then becomes the following:

VD (t ) = VD1 � VD2 = (Vs � VL ) � (Vs ) = L
dIL (t )

dt
= L

dID (t )
dt

,

DTs � t < Ts [4]

Moreover, the relationship between the inductor current and the
diode current can be expressed as follows:

IL (t ) = ID (t ) = Ise
eL dID (t )

dt
nkT

[
1 � e

eL dID (t )
dt

nkT

]
, DTs � t < Ts [5]

The decayed current at time Ts determines the diode’s forward
current (IF). As the power transistor is reactivated (region 3), the
Ga2O3 device starts transitioning from the on-state to the off-state.
The charges in the diode are removed through a reverse current. Af-
ter the charge carriers in the diode are removed, the diode is reverse
biased to provide a high impedance in the discharge path. Eventually,
the current reaches zero. The recovered charge Qrr is proportional to
the on-state stored charge, which increases with the forward current
(Qrr � n

�
IF ) and can be expressed as stated in Refs. 31,32:

Qrr �
Irr

2
� Trr =

Irr

2
� (Ta + Tb) =

Irr

2
�Ta � (1 + S)

=
Irr

2
�

Irr

dID/dt
� (1 + S) [6]

where Trr is the reverse recovery time, Irr is the peak reverse recovery
current, and S is the snappiness factor (also called softness factor),
which is determined by the diode construction and the test circuit
environment. According to Equation 6, the Irr and Trr can be derived
as follows:⎧⎪⎪⎪⎪⎨

⎪⎪⎪⎪⎩
Irr =

√
2 � Qrr � dID

dt
(1 + S)

=

√
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=

√
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=

√
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n�IF � (1 + S)
dID
dt

[7]

Figure 4. Simulation results of the effects of (a) pulse duration, (b) pulse voltage, (c) Q factor of the inductor, and (d) inductance of the inductor on the Trr.



Q3232 ECS Journal of Solid State Science and Technology, 8 (7) Q3229-Q3234 (2019)

Figure 5. (a) The circuit model of the stray inductance and capacitance from
the circuit board and intrinsic diode (b) the simulation results of the damping
effects due to the stray parasitics.

This equation shows how the forward current (IF) and current
switching rate (dID/dt) affect the reverse recovery behaviors. The IF
and the dID/dt can be controlled with the setup of the test board, such
as the pulse voltage, pulse duration, inductor values, and quality fac-
tor of the inductor. Trr and Irr are simulated using a circuit simu-
lator with the extracted Ga2O3 Schottky diode model to verify the
switching characteristics. Figure 4 is the simulation of these factors on
how to influence the diode reverse recovery behaviors. Regarding the
simulation setup, the reverse bias voltage is �900 V, the inductance
is 15 mH (Q is about 55), and the transistor is driven by a 10V, 2%
duration, 50-µs period pulse signal.

Figure 4a shows the simulated effects of the duty cycle. The duty
cycle is from 2% (1 µs) to 8% (4 µs), and the resulting dID/dt and Trr
are from 3.11 A/µs to 4.19 A/µs and from 76 ns to 54 ns, respectively.
The duty cycle defines the inductor charging time as it relates to the
number of accumulated charges stored in the inductor. The longer the
on-time of a pulse, the larger the integral forward current. Figure 4b
shows the simulation results of the driven voltage from 9 V to 12 V; the
values of the dID/dt and Trr are from 2.14 A/µs to 5.56 A/µs and from
96 ns to 55 ns, respectively. The high drive voltage to the transistor
results in low on-resistance and also provides a large forward current
at a fixed on-time of the pulse signal. The current switching rate also
increases with the duration of the pulse, which can improve the reverse
recovery time.

Figure 6. Pictures of the measurement setup and the circuit board.

Furthermore, the off-time of the pulse signal dictates the discharg-
ing time, and the amount of forward current before the Ga2O3 diode
starts switching from the forward state to the reverse-biased state.
Thus, the long off-time causes low forward current and current switch-
ing rate. In addition to the control signals, the inductor value and
quality factor influence the forward current. Figure 4c shows the sim-
ulated effects of the inductor Q factor. The Q factor was from 10
to 40, and the resulting dID/dt and Trr were from 2.62 A/µs to 2.97
A/µs and from 115 ns to 78 ns, respectively. Figure 4d shows the
simulation results of the inductance from 5 mH to 11 mH, and the
values of the dID/dt and Trr were from 2.9 A/µs to 3.13 A/µs and
from 85 ns to 76 ns, respectively. The energy stored in the induc-
tor was proportional to the inductance and the quality factor when
the charging time was constant. Therefore, increasing the quality fac-
tor and inductance helped increase the switching rate. However, the
switching rate should be limited to prevent high current flow in a short
time. Besides, at the reverse recovery of a diode, the oscillation at
the abrupt switching of the transistor comes from the resonator circuit
of the stray inductance and capacitance along with the diode. Fig-
ure 5 shows the simulation results of the influence of stray inductance
and capacitance. The oscillation may deteriorate the recovery time
of the diode and damping ripples in the switching circuits. There-
fore, stray inductance should be minimized by shortening the wire
connections.

In summary, Trr can be reduced by increasing the change rate of
the forward current (dID/dt) or decreasing the absolute forward cur-
rent (IF).31,32 Therefore, increasing the dID/dt helps to reduce the Trr
significantly. In contrast, Irr increases with IF and dID/dt. However,



ECS Journal of Solid State Science and Technology, 8 (7) Q3229-Q3234 (2019) Q3233

Table I. Performance summary and comparison with other Ga2O3 Schottky diode works.

J. Yang23 J. Yang25 A. Takatsuka27 This work

Material �-Ga2O3 �-Ga2O3 �-Ga2O3 �-Ga2O3

Breakdown voltage 2300V 760V 300V 1711V
Switching performance Trr = 22ns@from +2V to

�2V
1 Trr = 11ns @from
+10V to �35V 2 Trr =
64ns Irr = 0.82A @IF
= 1A, VR = �300V

Trr = 7.6ns Irr = 0.42A@IF
= 1A, VR = �100V

Trr = 81ns Irr = 38mA@ IF
= 0.3A, VR = �900V

increasing the change rate of the forward current would increase the
Irr and Vrr, which may destroy the diode and thus limit its recovery
speed.

Experimental Results and Discussion

Figure 6 depicts the measurement setup and the circuit board.
The fabricated Ga2O3 rectifier was placed on the probe station and
wire-connected to the readout PCB for characterization of the reverse
recovery dynamics. Figure 7 shows the switching performance of the
rectifier. The reverse breakdown voltage of the proposed rectifier was

Figure 7. The switching performance of the Ga2O3 Schottky diode using the
designed circuit board: (a) measured reverse-recovery time versus (b) simula-
tion results.

1711 V. The switching parameters were measured with a forward cur-
rent of 0.3 A, and the voltage was switched to �900 V. The reverse
recovery time was defined as the time required to recover to 25% of
the current level of Irr. The fabricated Ga2O3 Schottky diode achieved
a reverse recovery time of 81 ns, an Irr of 38 mA, and a dID/dt of 2.5
A/µs. During the switching measurements, the pulse used to drive the
Si transistor was operated at a period of 50 µs with a duty cycle of 1
µs. The drive voltage of 10 V was applied to the gate of the transistor
while the supply voltage was 900 V. Fig. 7b shows the simulation re-
sults, which fits the measurement results by adding the cable and trace
parasitics with the diode model in the simulation. The extracted stray
inductor is about 800nH and 100nF, including the cable and large trace
for accommodating large current flowing to the inductor and diode.
The design demonstrated a fast recovery response at a very high volt-
age for the power-switching Ga2O3 Schottky diode. Table I shows
the performance comparison with the state-of-the-art Ga2O3 Schottky
diode. The design can achieve a high breakdown voltage and demon-
strates a switching voltage up to 900V while Trr. is less than 100ns.
The careful design to reduce the parasitics on the PCB and cables are
required for optimizing Trr. of the Ga2O3 Schottky diode.

Conclusions

In this paper, a high breakdown voltage vertical Ga2O3 Schottky
diode was fabricated on a 20-µm thick Si-doped n-type Ga2O3 drift
layer that demonstrated a 1711 V breakdown voltage and an 81 ns
reverse recovery time at a �900 V reverse voltage. A switching circuit
using discrete components was implemented in order to achieve a high-
voltage switching performance. The design flows, device model and
circuit design were analyzed to realize a switching board with the
fabricated Ga2O3 Schottky diode. Using this Ga2O3 Schottky diode
design that can operate at a high switchable voltage of up to 900 V
brings practical power electronics applications a step closer.
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